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MAX series are MON0O-Dispersed pvmA Beads

Crosslinked PMMA bead
Mono-dispersed
Refractive Index: 1.49
Yellow Index: 3.0 Max
CV: <15

SUNJIN cremca

Descriptions

Particle Size (um)

R.1 C.v D50 D100
MAX50 1.49 15 4~6 15
MAX100 1.49 15 8~11 22
MAX150 1.49 15 13~17 28
MAX200 1.49 15 17.5~22.5 35

Best recommend for

(1) High Brightness Light Diffusion Film a ‘
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Solvent Resistance Degree

B Level 1 : Low
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MAX SEM PICTURE
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